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LGN AR IR KR 4 1]/Anhui Clean Power Energy Co., Ltd.

2 F T 4 AR O 1A LR i) 56 0RLE RUAS: 6 BT AR W 5
Hoop-wrapped composite cylinders with steel liner for the on-board storage of
compressed natural gas as a fuel for automotive vehicles

CNG2-G-356-80-20B

LD-BD-IP-09

b |
QLM Hoop-wrapped composite cylinders type:
W 41 i Filling medium: CNG

S VF AT IE S 5 Manufacturing licence number:

TS2210K24-2018
Anhui Clean Power Energy Co.. Ltd.

Hili B, Manufacturing company :

L= 4t % Batch No.: DRD16]1 i 1] ] Manufacturing Date: 2017.11
7 fhbEdiC 5 Standard: ~ GB24160-2009
AL GaLE IR S A 001 B 202 & HR g URAR_ 199 M

Vi Remark: At £ b 98 ¢ 7O P AL & R SIS This batch hoop-wrapped composite cylinders don’t
contain following number: 001 ( F & RERLE ). 002 (A AMIRREARR ). 011k AR )

e AR GB24160-2009 FIFRHEMGE, e IR RIIE ST |- HOR M) =T IR EA EUSA P M IR e S, TR ) R34
] LD B4 [ — S OMARBE, AP Tk B RSk, At el ROk HEREE . (Lt DRDIST Uk )
R,

I E AL Main technical data

AT TAREITR 1 (MPa) - KITRH TS (MPa) -
Nominal WP Hydrostatic TP
NFRAKER (L . AR IR (MPa) oy
Nominal Volume Leakage TP
MINAF EE (mm)
2 J 7 (mm 356
Liner OD

2 1AM £l Main Material
Jn Type

R, M5 Name #I5, HAE Type

WAL Liner Material 30CrMo JCEEAM S ®356X5. 5
“F 444 ) Fiber Material B B 4T 4t ECT468T-1200
PG EL Resin Material W g NPEL128
3 ARk % % 4) Liner Material Chemical Composition
JL# Element C Si Mn Cr Mo S p S+pP Ni Cu
s bR E% 0.26~ [ 0.17~| 040~ | 0.80~ | 0.15~ < =
<0.030 | =030 | =0.20
AQL 0.34 0.37 0.70 1.10 0.25 0.020 | 0.020
TR %
0.32 0.25 0.61 1.00 | 0.19 | 0.005 | 0.009 0.014 0.06 0.12
Actual Content
4 J1%:4%HE Mechanical Property
4.1 WKL Liner Material
Jed Jott L - . 5
g % et
iz 56 131 ]lﬂfﬂ v Yield Wl 1LM_K$ i 7475 Bend
. Tensile Strength Elongation Impact value g
Inspection Item Strength Rea 180
Rm (MPa) A (%) a kv (J/em?)
(MPa)
frigdnl AQL =800 <880 =700 =14 /=28 | =35
Aty
854 785 15.0 62 67 Acceptance
Actual Results




AR EN g U A PR 2 1] /Anhui Clean Power Energy Co., Lid. LD-BD-1P-09

4.2 #1454 #4 8 Fiber/Resin Composite

G430 E Inspection Item | HU4U5EE Tensile Strength o/MPa JZ10) 85 )51 )% Shear Strength Ts/MPa

H g AnHE AQL =900 i =13.8

Sl 45 R Actual Results 1118.8 1339.0 1073.5 29.6 45.9 27.2

5 PIAN4zAIEE & Liner Metallographical Inspection

B I 05 54 )% Decarburized Layer, mm
Microscopic Structure HEE Outside P& Inside
1] k% [ /& Tempered Sorbite 0.26 0.14

6 PN S 56 A4 £ Check the dissection of liner bottom
ZE IR R 1 & EAUE Sk, (RAEAZG
7RI RSE Bursting Test

7.1 AT Liner
415 Serial No.: 002 JEAIEITE 57 Bursting Pressure: '30.10 MPa

M4 T Shape of crevasse: WIPEAE, LHEH .

7.2 i Cylinder
4ii '3 Serial No.: 011 MR 77 Bursting Pressure: 54.92 MPa
MG 0 Shape of crevasse: YIPEARIZ, o6

8 IR A1 1G4 Ambient Temperature Pressure Cycling Test
s U4 'S Hoop-wrapped composite cylinder No.: __/
MEATE ) F R Maximum Cycling Pressure: /

T ) F KR Minimum Cycling Pressure: /
b 25 G Testing Results:
AR & [ R A TCI R AR .
Ambient Temperature inflating cyclingto ____/ times, cylinder has no leakage and no burst..

IZAL T 2 A FG 75 GB24160-2009 ArAEME SR, 4.
After inspection and tests, Products of this batch are according to the requirements of GB24160-2009 and
P 4
acceptable. f )
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