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Anhui Clean Energy Co.Ltd JL-QMS-131
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Batch inspection quality certificate for seamless steel cylinders
UMM S Cylinders type:  WGII325-90-17.2A RS Filling medium:  1G-100
7 iS5 Product drawing no: LD-QP1.TY-F-2014
JIKFBEG 4 Bottom structure: MV DI i OMNJER OH FE OXE D

il 3& ¥F AT UESR 5 Manufacturing licence number: TS2210K24-2022
i3& 547 Manufacturing company: Anhui Clean Energy Co., Ltd.
‘Er#HES Batch No.: _HF021 filli& [} Manufacturing Date:  2021.04

FEantREC S Standard: _GB/T 5099.1-2017

AMEMA T 001 BFE 2008 AHSK 200 Ha
i Remark: A4t & % A0 AR5 F 51 2 This batch cylinders don’t contain following
number: 001 (J7ZEPEREIREG) .« 002 (/K EAHRME L)

1 FEHAREIE Main technical data

A TAERES (MPa) - KEREEE A (MPa) -
Nominal WP ' Hydrostatic TP '
NRIKER (L - RERIE S (MPa) -
Nominal Volume Leakage TP ‘
AFEZE (mm) o
&% ﬁéﬁ b 325 WIFEEE (mm) 6.5
Nominal Diameter
2 EEMEL Main Material
01 Type FFR. S5 Name 5. % Type
W F R Cylinder Material | 34CrMod To4% N seamless steel tube D325x%7.2

3 WA EME 2R 9 Cylinder Material Chemical Composition

JL# Element C Si Mn Cr Mo S P S+p Ni Cu
aHbRHE% | 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ <0.01
<0.020 | <0.025 | <0.30 | <0.20
AQL 037 | 0.35 | 0.90 | 1.20 | 0.30 0
SEFR S %
Actual 0.342 1 0.278 | 0.673 | 1.001 | 0.210 | 0.002 | 0.008 | 0.010 | 0.016 0.025

Content
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Anhui Clean Energy Co.Ltd
4 J15#PERE Mechanical Property
ARAEEE J5 5 Heat Treatment Method 2K _Quenching + [ K Temper
— o Jib Pl o B ” . :
K 15 B L g | BURA it N
ie 2% Ben
Inspection Tensile Strength Elongation Impact value i
Strength 180°
Item Rm (MPa) A (%) akv (J/ecm?)
Rea (MPa)
aigbrdEAQL | =890,<1100 >755 >14 w/h>28 | FH>35 stk
Sl 4 5 o
1003.41/999.62 912/913 14.7/15 89 93 Acceptance
Actual Results |

5 JEABA#T Bottom Anatomy

A1

. RIBE. RYL RESHE,

6 /KIEMEE IS Bursting Test

%5 Serial No.:
FEWE 11 Shape of crevasse:

A A 2 AR B

ALt A
AN S

VT,

HF021002 Sl 151 JE /) Bursting Pressure:
L O A 22 e T o

GB/T 5099.1-2017 bruEffHRk, &4%.

AR R 74 R BR

57.52  MPa

After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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ANHUI CLEAN ENERGY CO., LTD
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