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Anhui Clean Energy Co.Ltd JL-QMS-131
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Batch inspection quality certificate for seamless steel cylinders
SUMEY S Cylinders type: _WGII279-80-17.2A %% 41 Filling medium: _1G-541
Pe i BES Product drawing no:  LD-QP1.TY-B-05-01
JIEEB 45K Bottom structure:  MMJEJK O#EER OMEE OH EE OXUED

#i3& F AT UE 4% 5 Manufacturing licence number: TS2210K24-2022
#i1]3& 5.7 Manufacturing company: Anhui Clean Energy Co., Ltd.
A P25 Batch No.: HB034 il 1% H 1 Manufacturing Date: _2021.04

7= S bRAEAL S Standard: _GB/T 5099.1-2017

AHARFGM__001  5F 20205  AHAIM_200 H.
7t Remark: At & 4% U A £ & F %135 This batch cylinders don’t contain following
number: 001 (JJ#PEREIRE) | 002 OKEMEBGALE)

1 FEH A EAE Main technical data

AMTAEE S (MPa) R KERLEE /7 (MPa) s
Nominal WP j Hydrostatic TP '
NERKBFR (L - LI E S (MPa) s
Nominal Volume Leakage TP '
AFRER ) o
G = F 279 SR (mm) 73
Nominal Diameter
2 FEAEFE Main Material
5 Type 2R KBS Name S M Type
WIEH#E Cylinder Material | 34CrMod TE4%40E seamless steel tube D279%7.8

3 WA EME 214 Cylinder Material Chemical Composition

JLZ Element C Si Mn Cr | Mo S p S+P Ni Cu
2k 0.30 | 0.15 | 0.60 |"0.90 | 0.15

SRR EY%
AQL g 152 o ™ ™ <0.010 | <0.020 | <0.025 | <0.30 | <0.20

0.27 1035 | 090 | 1.20 | 9.30

el 3 k% 0.32 | 0.26
Actual ’1 '2 0.67 | 1.02 | 0.19 0.002 0.007 0.009 | 0.032 | 0.041
Content




LZWERBNAETAPRAE]
Anhui Clean Energy Co.Ltd

4 J17EPERE Mechanical Property
438 757 7, Heat Treatment Method

£ K Quenching + [A] k_Temper

A Joi A o8 JEE ; A
58 15 H DAL : Wr ) {4 % i ]
. ; Yield _ 475 Bend
Inspection Tensile Strength Elongation Impact value
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
atgbrfEAQL | >910,<1100 >770 >14 w/h>32 | FH>a0 T
LR o
1006.63/1015.3 914/928 14.5/14.5 90 93 Acceptance
Actual Results

5 JE#ARfEE] Bottom Anatomy
TAifl. VM. RIBES. RO RESHM®, TR R T 7 & BB E R .

6 KR IAIE Bursting Test

%5 Serial No.: HB034002 Sl IE /) Bursting Pressure:

72.41 MPa

FERE 1 Shape of crevasse: YAPEMTZL, Tops i AR SR HEESR

A AR BRI 1S & GB/T 5099.1-2017 FRUEAG Tk, L
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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