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Anhui Clean Energy Co.Ltd JL-QMS-131
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Batch inspection quality certificate for seamless steel cylinders
“UIRZELS Cylinders type: _WG 11229-50-20A #4341/ Filling medium: a5
771 B%5 Product drawing no:  LD-OP1.TY-1-2023-01
JIKEBZE ) Bottom structure:  MIMIRIE O OMNEE OH e OXUH K

135 VF AIIEZ 5 Manufacturing licence number:
#l3& #47 Manufacturing company:
A= HES Batch No.:

7= PR HEAL S Standard:

RSG5 M

001

HI001

152210K24-2022

Anhui Clean Energy Co., Ltd.

il 3% H ] Manufacturing Date:

GB/T 5099.1-2017

=8 I 5

A 200 H,

2021.04

7T Remark :

number:

001 (15

it EHRP RS T

I #15f 5 This batch cylinders don’t contain following

EIE) 002 GUKFERBGRLS)

1 FZHAREIE Main technical data

AR ITAEE S (MPa) % KERIES (MPa) i
Nominal WP Hydrostatic TP
NERARBER (L s SE R E S (MPa) o
Nominal Volume Leakage TP
Z\fﬁ.ﬁfﬁé -(mm) 229 WIHEEE (mm) 5.8
Nominal Diameter

2 EAEME Main Material

55 Type

A S Name

RS, i Type

WA %} Cylinder Material | 30CtMo TE4%4M% seamless steel tube 0229x5.8
3 AWIIAEHE S B 5) Cylinder Material Chemical Composition
JCH Element | C Si Mn Cr Mo S p S+P Ni Cu
0.26 | .17 | 0.40
A ) ~ ~
i HE% 0.80~ | 0.15
el BN <0.020 | <0.020 | <0.030 | <0.30 | <0.20
AQL 1510 0.25
0.34 | 037 0.70
) [ = o —
LR %
Actual 0.829 0.719 0'751 1.010 | 0.202 | 0.003 0.009 0.012 | 0.023 | 0.047
Content
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4 1% & Mechanical Property

#ALFE 77 2 Heat Treatment Method

%K Quenching + [7] k. Temper

M, JE AR SR E .
3815 H b fE : W7 J e = M
: Yield : #2% Bend
Inspection Tensile Strength Elongation Impact value
Strength 180°
Item Rm (MPa) A (%) akv (J/cm?)
Rea (MPa)
ERArEAQL | >820,5880 >695 >14 f/h>28 | FE>35 b
3l 4k etk
S 25 51
865.69/868.45 782/784 15.3/15.2 78 80 Acceptance
Actual Results

5 KRR E Bottom Anatomy
TAEfL . RIBE. RO, KBS, SHBRRTG S ERER,

6 KRR Bursting Test

%45 Serial No.:
HEHE 171 Shape of crevasse:

Ztr AR A A

After inspection and tests,

HI001002 SElI#54 & / Bursting Pressure:
YOPEMTER, TR, B CRTE A PRREE SR,

59.23 MPa

S4TE GB/T 5099.1-2017 ARMEMIE SR, &%,

requirements of GB/T 5099.1-2017 and acceptable.
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Products of this batch are according to the
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