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SIRALS Cylinders type:
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Batch inspection quality certificate for seamless steel cylinders

7 ES Product drawing no:  LD-QP1.TY-B-05-01
JEEER 4514 Bottom structure:

il 3& V¥ AT U4 5 Manufacturing licence number:

WGII279-80-23.2A A% 41 iR Filling medium: _1G-100
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fill & #.4L Manufacturing company:
"E77 LS Batch No.: HB047

=i HEA S Standard:
001

ARG S

T52210K24-2022

Anhui Clean Energy Co., Ltd.

#illi& H 3 Manufacturing Date: 2021.05

GB/T 5099.1-2017
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I Remark: At & ¥ <M o 84 T3S This batch cylinders don’t contain following
number: 001 (/7%EPEREIASE) . 002 OKEBREMIRKE)

1 FEHAEIE Main technical data

NRIAEES (MPa) 535 KEREE /1 (MPa) -
Nominal WP ' Hydrostatic TP '
NRRKER (L ” RERRKES (MPa) o 5
Nominal Volume Leakage TP '
INFR B 42
PSSR S 279 AL (mm) 73

Nominal Diameter

2 EARFE Main Material

J55 Type

ZFR. S Name

S, K Type

WAL ¥} Cylinder Material

34CrMo4 TG4%4NE seamless steel tube

D279%7.8

3 WA BHE ) Cylinder Material Chemical Composition

JGE Element | C Si Mn Cr | Mo S P S+P Ni Cu
- 0.30 | 0.15 | 0.60 | 0.90 | 0.15
EHEFRUE%
AGL i ~ ~ ~ " <0.010 | <0.020 | <0.025 | <0.30 | <0.20
037 | 035 | 0.90 | 1.20 | 0.30
SERE %
Actual 0351026 | 0.78 | 0.96 | 0.19 0.004 0.010 | 0.014 | 0.038 | 0.053
7 5 2 7 2
Content
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4 J1%1ERE Mechanical Property
AAbHE 7 R, Heat Treatment Method

Quenching + 7] *k Temper
) JiE A 52 JEE .
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¥ 5619 5 ﬁlﬁﬁifﬁ h el &ZEWFK | {EFﬁf{'%il W Bend
i i act value
Inspection Tensile Strengt et ongation mp ' 180°
Item Rm (MPa) A (%) akv (J/ecm?)
Rea (MPa)
aigtrfEAQL | >910,<1100 >770 >14 m/hN>32 | FH>40 -
g (=]
L 25 R
982/1001 876/909 14.9/14.6 93 96 Acceptance
LActuaI Results ]

5 JIHBf# Bottom Anatomy
THfL M. RIBE. RO KBEEHW, FMTERR T 75 & ERE R

6 KIEMRIARLS Bursting Test

%5 Serial No.: HB047002 S HE I 17 Bursting Pressure:

74.24 MPa

BEBK 1T Shape of crevasse: B M5y, LWER ., B CURARF & b Bk

ZHFE B BRI o GB/T 5099.1-2017 #rAER TSk, &4,

After inspection and tests,

Products of this batch are according to the

requirements of GB/T 5099.1-2017 and acceptable.
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