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Batch inspection quality certificate for seamless steel cylinders
AT Cylinders type: _WGII279-90-17.2A %34 i Filling medium: _1G-541
7 i B%5 Product drawing no: LD-QP1.TY-B-2019-01
JKAB45 14 Bottom structure: MV DI OMNER OH R OXUE

fill & VF AT UE 4R 5 Manufacturing licence number: TS2210K24-2022
fiil|i& #4672 Manufacturing company: Anhui Clean Energy Co., Ltd.
“E7# 4t S Batch No.: HB049 iili& H 1) Manufacturing Date:  2021.05

F=imARiEIC S Standard:  GB/T 5099.1-2017
A SM___ 001 BFE 053 2 RS 51 H.

£ Remark: At & # UM A4 T 52 This batch cylinders don’t contain following
number: 001 (/J#PEREIREE) . 002 OKERRERLS)

1 FEEHAREIE Main technical data

NRTAEES (MPa) - KEREE F (MPa) .y
Nominal WP ' Hydrostatic TP '
AFFRAKER (L - SERKES (MPa) -
Nominal Volume Leakage TP '
INFR B 4 N
~F _E‘I (mm) 279 BHEEE (mm) 5.4
Nominal Diameter
2 FEAEFE Main Material
7 Type PR M-S Name 5. K Type
WA EL Cylinder Material | 34CrMod TE42440% seamless steel tube $279%6.0

3 WA EHME F R4 Cylinder Material Chemical Composition

E%‘E Element | C Si Mn Cr | Mo S P S+P Ni Cu

0.30 | 0.15 | 0.60 | 0.90 | 0.15

BEAREY

D*iz L~ |~ |~ | <0010 | <0020 | <0.025 | <0.30 <0.20
037 | 035 | 0.90 | 1.20 | 0.30

Lhr %

Actual 032 | 027 | 0.76 | 1.02 | 0.18 | 0.004 | 0.010 | 0.014 | 0.02 | 0.03
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4 F1% e Mechanical Property

i hbHE 75 K, Heat Treatment Method

4k Quenching + [A] ‘k_Temper

i s H
Inspection
Item

PUhL s
Tensile Strength
Rm (MPa)

JiE A5
Yield
Strength
Rea (MPa)

I 2
Elongation
A (%)

Mg
Impact value
akv (J/em?)

#% Bend
180°

A FRdE AQL

>910,<1100

=770

>14

e /h>28

F15>35

S &5 R

Actual Results

963/978

843/853

15.9/15.6

19 80

Gl

Acceptance

5 JiE 45 f# ] Bottom Anatomy

TaEfL. Rl RIEE. RY RESFRME, SGUBRRIHE

6 /K EEBIRLS Bursting Test

445 Serial No.:

7%

HB049002 Szl #% 8% J& /7 Bursting Pressure:
B 11 Shape of crevasse: MPEMIEY, TTHEH, BEORTFEIRMEER.

Fh2 A FR IS £ GB/T 5099.1-2017 ARAEMIE R, S1%.

After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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46.29 MPa
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