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Anhui Clean Energy Co.Ltd JL-QMS-131

A5 T 4 SO A 5 B B B B
Batch inspection quality certificate for seamless steel cylinders
U Cylinders type: Wz 1] 267-70-15A BERAT I Filling medium: N,
77 El'5 Product drawing no: LD-OP1.TY-J-02-01
Ji 5 45 4 Bottom structure: MMNJER O#fER ONER O- Kk OXUEO

W& VFATESR S Manufacturing licence number: TS2210K24-2022
fil i .42 Manufacturing company: Anhui Clean Energy Co., Ltd.
"L #5 Batch No.: _HHO35 & H # Manufacturing Date:  2021.05

PR S Standard: _ GB/T 5099.1-2017
ARG SN__ 001 SF 2008  AHASNME 200 L.
T Remark: it & 4% <0 P R4 F HI0E 2 This batch cylinders don’t contain following
number: 001 CJ%AEREIALE) . 002 (/K JEMEREIRL)

1 FZHAREAE Main technical data

AMITAEES (MPa) bt KERKE S (MPa) 5
Nominal WP Hydrostatic TP
KIRKER (L 5 RERKE S (MPa) 15
Nominal Volume Leakage TP
£ S 267 .| RHEE (mm) 5.4
Nominal Diameter

2 FEAEFEL Main Material

- 251 Type YR, HS Name RS, K Type
WA # Cylinder Material | 37Mn TE4840%F seamless steel tube D267%6.0

3 WM EHME SR> Cylinder Material Chemical Composition -

LR C Si Mn | o Mol s P s+, | Nii| cu
Element |
EtebrtE% | 034~ | 0.10~ | 1.35~ _
ARIRHE <030 | / |<0.010 | <0.020 | <0.025 | <0.30 | <0.20
AQL 038 | 030 | 1.75
PR A% _ _ .

Ackuz] 0.334 | 0.243 | 1577 (1 0.078 | / | 0.003 | 0.009 | 0.012 | 0.028 0.039
Content
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Anhui Clean Energy Co.Ltd

4 J151L#E Mechanical Property
FALEHET5 50 Heat Treatment Method

K _Quenching + [A] ‘k Temper

Je Al 58 .
o 55 133 H PLhrsa g el W7 J5 {4 % e 75 Bend
ie
Inspection Tensile Strength Elongation | mpact value !
Strength 180°
Item Rm (MPa) A (%) akv (J/ecm?)
Rea (MPa)
Gt AQL | >760,<1030 >645 >14 28 | FEH>35 ok
Sl N
876.87/856.99 780/773 16.8/15.7 98 100 Acceptance
Actual Results {

5 JEHBf#F Bottom Anatomy :

RAAL. M RIGE. WO RBESHRM, SRR G4 EREER,

6 /KEMEE TS Bursting Test

%5 Serial No.: HH035002 %@U@ﬁﬁ)f:ﬁ Bursting Pressure:

L

48.73 MPa

FERE 1] Shape of crevasse: JBIEMTSY, Tomefs, #l R AR AE TR

At

i Z R B AR T & GB/T 5099.1-2017 ARkt 192k, 44K,
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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