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Quality Certificate for Batch Inspection of Compressed Natural Gas Cylinders for Vehicles
CNG1-356-150-20B
7= i E5 Product drawing no: LD-QP1.TY-D-003
Ji& H45 #) Bottom structure:

SIREYS Cylinders type:

i3& VF AT IE4R 5 Manufacturing licence number:

MUER O#3E ONFK OH R OSURO__

T1S2210K24-2026

il & B4 Manufacturing company: #4564 IR 22 7] Anhui Clean Energy Co., Ltd.

SJfAtS Batch No.: _MD098 iii& H # Manufacturing Date: _2023.07
PR#EAR S Standard: _ECE R110
AHPAETE ML 202 H, HSM_001  EF 2020 &
TGRS BREL IR CRig k6 s
Number Thread Filling medium Qualified quantity
MD098003-MD098202 W28.8 CNG 200

£ Remark: AHb & 4% S 1 AN & F B 5 This batch cylinders don’t contain following

number:

001 (72EtEREREE ). 002 (AKIEEEIRL)

1 FEFAREYE Main technical data

N LTAEES (MPa) 5 KERKES (MPa) -
Nominal WP Hydrostatic TP
NROKER (L - [EFREE S (MPa) -
Nominal Volume Leakage TP
i e % | EEEE (nm)

2 FAEFE Main Material

Z51 Type AR, HES Name IS % Type
WA £ Cylinder Material | 34CrMod To4%40% seamless steel tube D356%7.5
3 AT EHME S 4) Cylinder Material Chemical Composition
JCE
C Si Mn Cr Mo S P S+P Ni Cu
Element
aistriE% | 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~
<0.010 | <0.020 | <0.025 | <0.30 | <0.20
AQL 0.37 0.35 0.90 1.20 0.30
SEPRE %
Actual 0.339 | 0.265 | 0.693 | 0.982 | 0.170 | 0.004 Q.‘QIO 0.014 | 0.020 | 0.018
Content B,




L M4k Bh REVR A PR A 5/Anhui Clean Energy Co., Ltd.

4 1% RE Mechanical Property
HALFEF7 0 Heat Treatment Method % ‘K_Quenching + [A] 'k Temper

: i ik 5 . !
e 15 H UL o8 hdhs Wi Je {2 e A2 Bend
Inspection Tensile Strength Elongation | mpact value .
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea (MPa)
EigbrEAQL | >970,<1100 >820 >14 W/h>32 | P40 | "
Sl 4 R
1019.9 925.2 14.4 81 82 Acceptance
Actual Results

5 JE B f#E ] Bottom Anatomy
TERfL. S, RIEE. WY KBS, EHBRRTHEEREER.

6 KIERH AL Bursting Test
%5 Serial No.: MDO098002 SEil|### & /7 Bursting Pressure: _51.51 _ MPa
JEBE O Shape of crevasse: ¥ {

ZH P RAR BRI A ECER110 FRAEM ESR, &1 .
After inspection and tests, Products of this batch are according to the requirements of
ECE R110 and acceptable.
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