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Anhui Clean Energy Co.Ltd. JL-QMS-131
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Batch inspection quality certificate for seamless steel cylinders
SIS Cylinder type: _Wz 11 267-70-15A
7t B5 Product drawing No.: LD-QPL.TY-J-02 _ (2021.07.15)
JRAB45# Bottom structure:  MIMIEE O#HGEE OMNRE OH BE OXUE D
& VF AT ESW 5 Manufacturing licence number: TS2210K24-2026
il 3 #.47 Manufacturing company: % #U42)8EVE# IR /A 5 Anhui Clean Energy Co.. Ltd.
A 7= itt5 Batch No.: _MH053 illi& H ¥ Manufacturing Date: _2023.10
= bR S Standard: _GB/T 5099.1-2017
ARNFEEL I 202 B, ®mEM_001  SF 202 B

S S BRLL IR e
Number Thread Filling medium Qualified quantity
MHO053003-MH053202 PZ39 N2 200

7 Remark: A#L & # SM H AAL& F M-S This batch cylinders don’t contain following
number: 001 (/7%#PEREIAES) . 002 KEMBHHRL)

1 FEHAREIE Main technical data

KMRTAEET (MPa) - KEREE /) (MPa) -
Nominal WP Hydrostatic TP
RFRKBER (L - [ERRES (MPa) -
Nominal Volume Leakage TP
ﬁ*;ffmimir 267 BHEEE (mm) 54

.‘%

2 EEME Main Material \
%5 Type L. BE Name HE . Hifk Type

WIHAAEL Cylinder Material | L4540/ seamless steel tube 37Mn 1267%6.0
3 WA EME S 43 Cylinder Material Chemical Composition
JLER ' ;
® C Si Mn Cr Mo S P S+P Ni Cu
Element

EHnHE% | 0.34~ | 0.10~ | 1.35~
s <0.30 | / |<0.010 | <0.015 | <0.020 | <0.30 | <0.20
AQL 0.38 | 0.30 | 1.75 ;

SEpr %
Actual 0.360 | 0.216 | 1.547 | 0.028 | / | 0.004 | 0.011 | 0.015 | 0.009 | 0.036

Content
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Anhui Clean Energy Co.Ltd.

4 J1FYERE Mechanical Property

AL FE T X Heat Treatment Method

K Quenching + [A] K Temper

; i Al 52 & .
f 5 11 H PLhrse & iy W e fi %2 M {E A5 Bend
Inspection Tensile Strength Elongation I mpact value N
Strength 180°
Item Rm (MPa) A (%) akv (J/ecm?)
Rea (MPa)
aftrfEAQL | >760,<1030 >645 >14 w228 | FH9235 | e
S -
870.5/878 788/804.9 15.4/16.0 77 80 Acceptance
Actual Results

5 JIEHLf# L Bottom Anatomy
KL M RIGE. RE RESHRIE, SRR TG BREER.,

6 JKEMRE XY Bursting Test

%i'5 Serial No.: MH053002 Sl 41 [k 77 Bursting Pressure: _48.50

MPa

FR# 11 Shape of crevasse: JRVEMTS, TREH, B ORRGSIHAEER.,

At

requirements of GB/T 5099.1-2017 and acceptable.

i R B RIS 7 A GB/T 5099.1-2017 ARk R, &4%.

After inspection and tests, Products of this batch are according to the

Superintendent:

HRF /> A [ oH

LA PN
Approved by:

22234 (6 F ol’ H




