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Batch inspection quality certificate for seamless steel cylinders

S5 Cylinder type:
7= i B Product drawing No.: LD-QPL.TY-F-2113
JiK i 45 #) Bottom structure:
il 3% VF 1T UE 4% 5 Manufacturing licence number:

WGII325-90-17.2A

(2021.10.18)

MMER O#%KE ON4FK OHEE OXURH
152210K24-2026

illig FL AL Manufacturing company: % 4¢3 G957 PR 24 5] Anhui Clean Energy Co., Ltd.

L FE 45 Batch No.: _MF084 #ili& H 8 Manufacturing Date: _2023.11
F= bR HEAC S Standard: _GB/T 5099.1-2017
AR A UM 202 A, wmSMA_001 5F 202 5
v e R LAy P ER A E
Number Thread Filling medium Qualified quantity
MF084003-MF084202 PZ39 IG-541 200

It Remark: A4t & # “U h AN B F %I i 5 This batch cylinders don’t contain following

number:

001 (Frz=thReiREs) . 002 C/KEAERGRL)

1 F B AREAE Main technical data

A TAEES] (MPa) _— KERKE S (MPa) e
Nominal WP Hydrostatic TP
NRRKBER (L . &R E S (MPa) -
Nominal Volume Leakage TP

2 EAEMEL Main Material

F 5 Type ZFR. FS Name B A Type
PYIHAL KL Cylinder Material | 4% seamless steel tube 34CrMo4 ®325%7.2
3 A EME R4 Cylinder Material Chemical Composition

JG# Element C Si Mn Cr Mo S P S+P Ni Cu
EFrE% | 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01

= ’ - <0.015 | <0.020 | <0.30 | <0.20

AQL 0.37 0.35 0.90 1.20 0.30 0
SRS H %

Actual 0.345 | 0.243 | 0.689 | 0.987 | 0.181 | 0.003 | 0.011 0.014 | 0.047 | 0.038
Content
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4 JJ%VERE Mechanical Property
HMbH /7 A Heat Treatment Method % K Quenching + [7] ‘k_Temper

. . JiE il 5 FEE e
W5 H P s = MR MR PPl B
ie o
Inspection Tensile Strength Elongation Impact value !
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea(MPa)
aSktrdEAQL | =890,<1100 >755 >14 f/h>28 | =35 -
S R )
995.9/1007 892.5/926.2 15.4/15.7 83 87 Acceptance
Actual Results

5 JiEH i Bottom Anatomy
KAl . RIBE. RO KBS, SRR T B SR,

6 /KIERER AL Bursting Test
i’ Serial No.: MF084002 SizJll##% [ /7 Bursting Pressure:  49.41 MPa
HERR 11 Shape of crevasse: JBVEMIZS, ToREfy, Wl CITIR A% & bt sk .

A SR T A 7T A GB/T 5099.1-2017 ARMEMIE SR, &% .
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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