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AT TG 4 SO L B AR 56 R 2 IE B P
Batch inspection quality certificate for seamless steel cylinders
WGII325-90-17.2A

SRS Cylinder type:

P B S Product drawing No.: LD-QP1.TY-F-2113
JiE 545 #) Bottom structure:
il 3% VF A 1IE4% 5 Manufacturing licence number:

(2021.10.

18)

MR OAdK OMNER OHFR O3S0
152210K24-2026

i i& #LAL Manufacturing company: % #(4¢# fEJE A R/ 5 Anhui Clean Energy Co., Ltd.

A7 4S5 Batch No.: _MF096 #ili& F ] Manufacturing Date: _2023.11
7RSS Standard: _GB/T 5099.1-2017
AMNALLE I 081 R, HEM_001 SZF 081 &
ik R BREL i B HEER
Number Thread Filling medium Qualified quantity
MF096003-MF06081 PZ39 1G-541 79

4 it Remark: A4t & 4% S 1 A B & F FIE S This batch cylinders don’t contain following

| number: 001 (JJ%HEREIRI) . 002 CKEMEREIAK)

1 FZEHAREIE Main technical data

PR TAEES] (MPa) o KEREES (MPa) i
Nominal WP Hydrostatic TP
RIKER (L - SERRES (MPa) -
Nominal Volume Leakage TP
Q&fﬁﬁfé _(mm) 325 WITEEE (mm) 6.5
Nominal Diameter

2 FAE# ] Main Material

<51 Type

Z ¥R S Name

ﬁ’% « FAE Type

WA KL Cylinder Material | To4%40E seamless steel tube 34CrMo4 D325%7.2
3 WAL BHE S R4 Cylinder Material Chemical Composition
JL % Element C Si Mn Cr Mo S P S+P Ni Cu
& % 0.30~ | 0.15~ | 0.60~ | 0.90~ | 0.15~ | <0.01
ks <0.015 | <0.020 | <0.30 | <0.20
AQL 0.37 0.35 0.90 1.20 | 0.30 0
LR EEY%
Actual 0.345 | 0.243 | 0.689 | 0.987 | 0.181 | 0.003 | 0.011 0.014 | 0.047 | 0.038
Content
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4 1% 1 HE Mechanical Property
HAhbFE )7 30 Heat Treatment Method

K Quenching + [A] 'k Temper

y : JEE R 5 5 5
3% 15 H bR SR _ 7 4 i { "
‘ ) Yield . %% Bend
Inspection Tensile Strength Elongation Impact value
Strength 180°
Item Rm (MPa) A (%) akv (J/em?)
Rea(MPa)
GigbrEAQL | =890,<1100 >755 >14 fe/h>28 | SF>35 st
Szl 45 5 -
1026.9/1020.6 928.2/929.1 15.4/15.7 81 86 Acceptance

Actual Results

5 JEG A% Bottom Anatomy

Al [ RIEG. RA. KEFRME, SHERRTFEEEER.

6 /KJEMEHLIALE Bursting Test
%5 Serial No.: MF096002 SEifll##f# & 7] Bursting Pressure: __49.13 MPa

1M 1] Shape of crevasse: Zi{4%

N

ZAHLE AR I AR ST & GB/T 5099.1-2017 FRAEMIER, A%
After inspection and tests, Products of this batch are according to the
requirements of GB/T 5099.1-2017 and acceptable.
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s A: PRI
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